Allen County,

Indiana

Table H.--Engineering Index Properties

(Absence of an entry indicates that the data were not estimated.)

07/01/2002

| | | Classification | Fragments | Percentage passing |
Map symbol | Depth | USDA texture | | | sieve number-- |Liquid| Plas-
and soil name | | | | | >10 | 3-10 | [limit |ticity
| | | Unified | AASHTO | inches|inches| 4 | 10 | 40 | 200 | | index
| | | | | | | | | | |
| In | | | | Pct | Pct | | | | | Pct
| | | | | | | | | | |
BeB: | | | | | | | | | | | |
Belmore--------- | 0-15 |Fine sandy loam--|SC, SC-SM, SM|A-4 | 0-1 | 0-5 [95-100190-98 [80-90 [45-60 | 0-25 | NP-10
| 15-35 |Loam, clay loam, |CL, SC |A-4, A-6 | 0-1 | 0-5 [90-100|80-100|55-85 [40-75 [20-50 | 5-30
| | gravelly sandy | | | | | | | | | |
| | clay loam. | | | | | | | | |
| 35-44 |Gravelly sandy |CL, sC, sC- |A-2-4, A-4,| 0-2 | 0-10 |65-95 |60-90 [40-75 |20-60 [10-50 | NP-25
| | clay loam, | sM, sM | A-6 | | | | | | |
| | gravelly clay | | | | | | | | |
| | loam, gravelly | | | | | | | | |
| | sandy loam. | | | | | | | | | |
| 44-60 |Gravelly loam, |GM, sC, sM |A-1-b, A-2-| 0-2 | 0-15 |60-85 [55-80 [|25-55 |15-40 [10-30 | NP-20
| | gravelly sandy | | 4, A-4 | | | | | | |
| | loam. | | | | | | | | | |
| | | | | | | | | | |
BhA: | | | | | | | | | | | |
Belmore--—------- | 0-15 |Loam--—---—-——-—-—— | CL-ML |A-4, A-6 | 0-1 | 0-5 [90-100/90-98 |75-85 |50-65 [20-40 | 5-20
| 15-35 |Loam, clay loam, |CL, SC |A-2, A-4, | 0-1 | 0-5 [90-100|80-100|55-85 |40-75 [20-50 | 5-30
| | gravelly sandy | | A-6 | | | | | | |
| | clay loam. | | | | | | | | |
| 35-44 |Gravelly sandy |CL, sC, sC- |A-2-4, A-4,| 0-2 | 0-10 |65-95 |60-90 [40-75 |20-60 [10-50 | NP-25
| | clay loam, | SM, SM | A-6 | | | | | | |
| | gravelly clay | | | | | | | | |
| | loam, gravelly | | | | | | | | | |
| | sandy loam. | | | | | | | | |
| 44-60 |Gravelly loam, |sM, GM, sC |A-1-b, A-2-| 0-2 | 0-15 |60-85 [55-80 [25-55 |15-40 [10-30 | NP-20
| | gravelly sandy | | 4, A-4 | | | | | | |
| | loam. | | | | | | | | | |
| | | | | | | | | | |
BhB: | | | | | | | | | | | |
Belmore--------- | 0-15 |Loam---=---——==-—— | CL-ML |A-4, A-6 | 0-1 | 0-5 [90-100|90-98 |75-85 |50-65 [20-40 | 5-20
| 15-35 |Loam, clay loam, |CL, SC |A-2, A-4, | 0-1 | 0-5 [90-100|80-100|55-85 |40-75 [20-50 | 5-30
| | gravelly sandy | | A-6 | | | | | | |
| | clay loam. | | | | | | | | |
| 35-44 |Gravelly sandy |CL, sC, sC- |A-2-4, A-4,| 0-2 | 0-10 |65-95 |60-90 [40-75 |20-60 [10-50 | NP-25
| | clay loam, | sM, sM | A-6 | | | | | | |
| | gravelly clay | | | | | | | | |
| | loam, gravelly | | | | | | | | |
| | sandy loam. | | | | | | | | | |
| 44-64 |Gravelly loam, |GM, sC, sM |A-1-b, A-2-| 0-2 | 0-15 |60-85 [55-80 [|25-55 |15-40 [10-30 | NP-20
| | gravelly sandy | | 4, A-4 | | | | | | |
| | loam. | | | | | | | | | |
| | | | | | | | | | |
BkA: | | | | | | | | | | | |
Berrien--------- | 0-8 |Loamy fine sand--|SM |A-2-4 | 0 | 0O | 100 | 100 |80-100[15-30 | 0-0 | NP.
| 8-62 |Sand, fine sand, |SM |A-2-4, A-3 | 0 | 0O | 100 | 100 |70-95 | 5-20 | 0-0 | NP.
| | loamy fine sand. | | | | | | | | |
| 62-72 |silty clay loam--|CL |A-6 | 0-1 | 0O | 100 | 100 |70-95 | 5-15 [25-45 | 10-25
| | | | | | | | | | |
BlA: | | | | | | | | | | | |
Blount--—-------—- | 0-9 |Loam--—----——-—-—— |CL, ML |A-4, A-6 | 0-1 | 0-5 [95-100/90-100[85-95 |55-70 |15-40 | NP-15
|  9-25 |silty clay loam, |CH, CL |A-6, A-7-6 | 0-1 | 0-3 |98-100/95-100/90-100]75-95 [40-65 | 20-40
| | silty clay, clayl | | | | | | | |
| | loam. | | | | | | | | | |
| 25-36 |Clay loam, clay, |CH, CL |A-6, A-7-6 | 0-1 | 0-3 |98-100/95-100(/85-95 |70-85 [30-55 | 15-30
| | silty clay loam. | | | | | | | | |
| 36-60 |Clay loam, silty |CL |A-6, A-7-6 | 0-1 | 0-3 |98-100/95-100(85-95 |70-85 [25-45 | 10-25
| | clay loam. | | | | | | | | |
| | | | | | | | | | |
BmA: | | | | | | | | | | | |
Blount--—-------—- | 0-7 |silt loam--—------ |CL |A-4, A-6 | 0 | 0 195-100(95-100190-100(80-95 |25-40 | 8-20
| 7-23 |silty clay loam, |CH, CL |A-6, A-7 | 0-1 | 0-5 [95-100190-100/80-90 |75-85 |35-60 | 15-35
| | silty clay, | | | | | | | | |
| | clay. | | | | | | | | | |
| 23-30 |silty clay loam, |CH, CL, MH, |A-6, A-7 | 0-1 | 0-5 [95-100190-100/80-90 |70-90 |35-55 | 10-30
| | clay loam. | ML | | | | | | | |
| 30-42 |silty clay loam, |CL |A-6, A-7 | 0-1 | 0-5 [90-100/90-100[80-100|70-90 |30-45 | 10-25
| | clay loam. | | | | | | | | |
| 42-80 [Silty clay loam, |CL |A-6, A-7 | 0-1 | 0-5 [90-100|90-100/80-100|70-90 |30-45 | 10-25
| | clay loam. | | | | | | | | |
| | | | | | | | | | |
BmB: | | | | | | | | | | | |
Blount--—-------—- | 0-9 |silt loam--—------ |CL, ML |A-4, A-6 | 0-1 | 0-3 [95-100/90-100[85-95 |60-85 [30-40 | 4-20
| 9-21 |silty clay loam, |CH, CL |A-6, A-7-6 | 0-1 | 0-3 |98-100/95-100/90-100]75-95 [40-65 | 20-40
| | silty clay, clayl | | | | | | | |
| | loam. | | | | | | | | | |
| 21-27 |Clay loam, clay, |CH, CL |A-6, A-7-6 | 0-1 | 0-3 |98-100/95-100(85-95 |70-85 [30-55 | 15-30
| | silty clay loam. | | | | | | | | |
| 27-60 |Clay loam, silty |CL |A-6, A-7-6 | 0-1 | 0-3 |98-100/95-100(85-95 |70-85 [25-45 | 10-25
| | clay loam. | | | | | | | | |
| | | | | | | | | | |
BmB2: | | | | | | | | | | | |
Blount--—-------—- | 0-9 |silt loam--—------ |CL, ML |A-4, A-6 | 0-1 | 0-3 [95-100/90-100[85-95 |60-85 [30-40 | 4-20
| 9-21 |silty clay loam, |CH, CL |A-6, A-7-6 | 0-1 | 0-3 |98-100/95-100190-100]75-95 [40-65 | 20-40
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|silt loam, loam, |CL, CL-ML, ML|A-4, A-6, |
| clay loam. | | A-7-6
|Stratified silty |CL, SC, SM |A-2-4, A-4,|
| clay loam to | | A-6

| loamy sand. | |

| | | |
| | | |
|Silt loam—------- |CL, CL-ML |A-4, A-6
|Silt loam, loam, |CL, CL-ML |A-4, A-6, |
| clay loam. | | A-7-6
|Stratified silty [CL, ML, SC, |A-2-4, A-4,|
| clay loam to | sM | A-6

| loamy sand. | |

| | | |
| | | |
| Loam——-——-———-————— |CL-ML, ML, SC|A-4, A-6
|Silty clay loam, |CL, SC, SC-SM|A-4, A-6, |
| clay loam, sandy] | A-7-6

| clay loam. | |

|Gravelly clay |CL, SC, SC-SM|A-2, A-4, |
| loam, gravelly | | A-6

| sandy clay loam. | |

|Stratified sand |[SW, SW-SM, |A-1-b, A-2 |
| to gravelly | SP-SM |

| coarse sand. | |

| | | |
| | | |
| Loam——-——-———————— |CL-ML, ML |A-4, A-6
|silty clay loam, |CL, SC, SC-SM|A-4, A-6, |
| clay loam, sandy| | A-7-6

| clay loam. | |

|Gravelly clay |CL, SC, SC-SM|A-2, A-4, |
| loam, gravelly | | A-6

| sandy clay loam. | |

|Stratified sand |SP-SM, SW, |A-1-b, A-2 |
| to gravelly | SW-SM |

| coarse sand. | |

| | | |
| | | |
| Loam——-—————————— |CL-ML, ML |A-4, A-6
|silty clay loam, |CL, SC, SC-SM|A-7-6, A-4,|
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| clay loam. | |

|Gravelly clay |CL, sC, SC-SM|A-2, A-4, |
| loam, gravelly | | A-6
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| to gravelly | SW-SM |

| coarse sand. | |

| | | |
| | | |
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| 100 | 1
I I

I I

I I

I I

| 100 | 1
| 100 | 1
I I

I I

| 100 | 1
I I

I I

I

[95-100195-100(80-90
[95-100195-100]55-90

[95-100195-100140-95

[85-100(85-100]35-85

| |
| |
| |
| |
[90-100190
[85-100175

00
|

00
00 [90-
|
00 [90-
|
|
|
|
-98

-80 [30-

|

|
=75 |15-

|

|

|

|
-98

-80 |30~

\

|
-75 |15-

\

|

|

\
-98

-80 [30-
|
|
=75 |15-
|
|
|
|
00 [90-
00 [90-
|
00 [90-
|
|
|
|
00
00 [90-
|
00 [90-
|
|
|
|
00
00 [90-
|
00 [90-
|
|
|
|
00 85—
00 [80-
|
|
00

|
|
|
|
-98
-98

[90-

| 75-
[90-100180-100]55-85

| 75-
[90-100180-100]55-85

| 75-
[90-100]80-100]55-85

[90-

| 75-
[50-

100155-85
|

90-100/90-100|30-85

100155-85
|
100130-85
|
|
|
|
85 [50-65
[40-75
|
|
60 |15-50
|
|
50 | 0-15
|
|
|
|
85 [50-65
[40-75
|
|
60 |15-45
|
|
50 | 0-15
|
|
|
|
85 [50-65
[40-75
|
|
60 |15-45
|
|
50 | 0-15
|
|
|
|
100155-80
100/55-85
|
100130-85

100155-85
|
100130-85
|
|
|
|

100/55-85
|
100130-85
|
|
|
|
100125-45
100120-60
|
|
100130-85
|
|
|
[35-60
[25-50

|
| 0-25
|
| 0-25
|
|
|
|

[50-65
[25-70

85
90

[20-50

|
| 0-50
|
|
|

[95-100175-100125-40

[20-50
|
0-50

[20-40
[20-50

[95-100]75-100]25-40

[20-50
|
| 0-40
|
|
|

[95-100(80-100]35-50

[20-50

NP.

NP.

NP.

NP-15

10-25
5-30

NP-15

NP-10
NP-10

NP-15

NP-10
NP-10

NP.

NP.



|
|
|
| 22-60
|
|
|

HaB:

Hasking—-—-------- | 0-12
| 12-22
|
| 22-60
|
|

HnA:

Whitaker-------- | 0-13
| 13-44
|
|
| 44-60
|
|

HoA:

Whitaker—-------- | 0-13
| 13-44
|
|
| 44-60
|
|

HoB:

Whitaker-------- | 0-13
| 13-44
|
|
| 44-60
|
|

HpA:

Whitaker—------- | 0-13
| 13-44
|
|
| 44-60
|
|

Hs: |

Hoytville-—------ | 0-7
| 7-38
| 38-60
|
|
|

Le: |

Lenawee—-—-------— | 0-10
|
| 10-45
|
|
| 45-60
|
|
|

Ls: |

Lenawee—--------— | 0-8
| 8-45
|
|
| 45-60
|
|
|

Lw: |

Palms, drained--| 0-35
| 35-80
|
|
|

Ma: |

Made land------- | -

|
McA: |

Martinsville----| 0-8
| 8-17
|
| 17-43
|
| 43-53
|
|
| 53-80
|
|
|

McB: |

Martinsville----| 0-8

| gravelly sandy | | A-6

| clay loam, loam, | |

| sandy clay loam. | |

|Clay loam, silty |CH, CL |A-6, A-7-6 | 0-1
| clay loam. | |

| | | |

| | | |
|Loam——-======——-— | CL-ML |A-4, A-6 | 0-1
|Clay loam, sandy |SC-SM, CL, SC|A-2, A-4, | 0-2
| clay loam, loam. | | A-6

|Clay loam, silty |CH, |A-6, A-7-6 | 0-1
| clay loam. | |

| | | |

| | | |
|Fine sandy loam--|SC, SC-SM, SM|A-2-4, A-4 | 0
|silty clay loam, |[CL, |A-4, A-6, | 0
| clay loam, sandy| | A-7-6

| clay loam. | |

|Stratified silt |CL, ML, SM, |A-2, A-3, | 0
| loam to sand. | SP-SM | A-4, A-6

| | | |

| | | |
|Loam——--—====——-— | CL-ML |A-4, A-6 | 0
|silty clay loam, |CL, |A-4, A-6, | 0
| clay loam, sandyl| | A-7-6

| clay loam. | |

|Stratified silt |[CL, SM, |A-2, A-3, | 0
| loam to sand. | SP-SM | A-4, A-6

| | | |

| | | |
|Loam-----=-=—-——--- | CL-ML |A-4, A-6 | 0
|Silty clay loam, |CL, |A-4, A-6, | 0
| clay loam, sandy| | A-7-6

| clay loam. | |

|Stratified silt |CL, ML, SM, |A-2, A-3, | 0
| loam to sand. | SP-SM | A-4, A-6

| | | |

| | | |
|Silt loam-------- |CL, CL-ML |A-4, A-6 | 0
|Silty clay loam, |CL, |A-6, A-T7-6,| 0
| clay loam, sandy] | A-4

| clay loam. | |

|Stratified silt |CL, ML, SM, |A-2, A-3, | 0
| loam to sand. | SP-SM | A-4, A-6

| | | |

| | | |
|silty clay------- |CH, |A-7-5 | 0
|Clay, silty clay.|CH, |A-7-6 | 0-1
|Silty clay, silty|CH, |A-6, A-7-6 | 0-1
| clay loam, clay | |

| loam. | |

| | | |

| | | |
|[Mucky silty clay |[CH, ML |A-6, A-T7-6 | 0
| loam. | |

|silty clay, silty|CH, sC  |a-4, A-6, | O
| clay loam, sandy| | A-7-6

| clay loam. | |

|silt loam, silty |[CL, CL-ML |A-4, A-6, | 0
| clay loam, clay | | A-7-6

| loam. | |

| | | |

| | | |
|Silty clay loam--|CH, ML |A-6, A-7-6 | 0
|silty clay, silty|CH, sC  |a-4, A-6, | O
| clay loam, sandy] | A-7-6

| clay loam. | |

|silt loam, silty |[CL, CL-ML |A-4, A-6, | 0
| clay loam, clay | | A-7-6

| loam. | |

| | | |

| | | |
|[Muck--=====—-=--- | PT |A-8 | 0
| Loam, clay loam, |CL, CL-ML |A-6, A-4 | 0
| fine sandy loam, | |

| silty clay loam. | |

| | | |

| | | |

| - | - | - | ===
| | | |

| | | |

| Loam-——-——--——=—— |ML, CL-ML|A-4, A-6 | 0
|Clay loam, loam, |SC, CL- |A-7, A-6, | 0
| sandy clay loam.| ML, SC-SM | A-2, A-4 |
|Clay loam, loam, |CL, CL-ML, |A-4, A-2, | 0
| sandy clay loam.| SC, SC-SM | A-6, A-7 |
|Loam, sandy clay [|SM, CL-ML, |A-2-4, A-2-| 0
| loam, sandy | SC, sC-SM | 6, A-4, A-|

| loam. | | 6 |
|Stratified sand |SM, CL, ML, |A-2-4, A-4,| 0
| to silt loam. | SC, SC-sM, | A-1-b

| | CL-ML |

| | | |

| | | |

| Loam=-—=-=—==——=———~ |CL, CL-ML, ML|A-4, A-6 | 0

0

1
1

|
|
|
-3 198-100195-100(85-95
|
|
|

|
|
|
[70-85
|
|
|

|
|
|
| 10-30
| | |
| | |
| | |
-5 190-100190-98 [75-85 [50-65 [20-40 | 5-20
-10 [85-100]75-98 [50-90 [25-70 [20-50 | 5-25
| | | | | |
-3 198-100195-100185-95 [70-85 [25-55 | 10-30
| | | | | |
| | | | | |
| | | | | |
-1 195-100[190-100]60-95 [25-50 | 0-25 | NP-10
-1 195-100[190-100(80-100]25-90 [20-50 | 5-30
| | | | | |
| | | | | |
-1 195-100[90-100]75-95 | 5-70 | 0-40 | NP-15
| | | | | |
| | | | | |
| | | | | |
-1 195-100190-100175-95 [50-70 [20-40 | 4-15
-1 195-100190-100180-100125-90 [20-50 | 5-30
| | | | | |
| | | | | |
-1 195-100190-100]75-95 | 5-70 | 0-40 | NP-15
| | | | | |
| | | | | |
| | | | | |
-1 195-100190-100]75-95 [50-70 [20-40 | 4-15
-1 195-100190-100180-100125-90 [20-50 | 5-30
| | | | | |
| | | | | |
-1 195-100[190-100]75-95 | 5-70 | 0-40 | NP-15
| | | | | |
| | | | | |
| | | | | |
-1 198-100195-100190-100]75-90 [25-40 | 4-15
-1 195-100[/90-100(80-100]25-90 [20-50 | 5-30
| | | | | |
| | | | | |
-1 195-100[90-100]75-95 | 5-70 | 0-40 | NP-15
| | | | | |
| | | | | |
| | | | | |
0O | 100 | 100 [90-100]85-100]40-60 | 15-40
-3 198-100195-100185-100]75-100140-65 | 20-40
-3 198-100195-100185-95 [70-85 [25-55 | 10-30
| | | | | |
| | | | | |
| | | | | |
| | | | | |
0 | 100 | 100 [95-100180-100]35-55 | 10-30
| | | | | |
0 [98-100195-100190-100145-100]25-65 | 8-40
| | | | | |
| | | | | |
0 | 100 | 100 [95-100]70-100]25-50 | 5-25
| | | | | |
| | | | | |
| | | | | |
| | | | | |
0 | 100 | 100 [95-100180-100]35-55 | 10-30
0 [98-100195-100190-100145-100]25-65 | 8-40
| | | | | |
| | | | | |
0 | 100 | 100 [95-100]70-100]25-50 | 5-25
| | | | | |
| | | | | |
| | | | | |
| | | | | |
O |- | === | - | -—— 1 -—1 -
0 [85-100180-100]70-95 [50-90 [25-40 | 5-20
| | | | | |
| | | | | |
| | | | | |
| | | | | |
= === == == = === -
| | | | | |
| | | | | |
0 | 100 [85-100(170-100150-90 [23-40 | 3-15
0 195-100185-100170-100130-90 [20-50 | 5-35
| | | | | |
0 [95-100185-100]70-100]30-75 [20-50 | 5-30
| | | | | |
0 [95-100(85-100]50-95 [25-70 [10-40 | NP-20
| | | | | |
| | | | | |
0 [95-100(85-100140-95 [20-75 | 0-30 | NP-10
| | | | | |
| | | | | |
| | | | | |
| | | | | |
0 | 100 [85-100]170-100150-90 [23-40 | 3-15



McB2:
Martinsville----

McC2:
Martinsville----

MeA:
Martinsville----

MeB:
Martinsville----

MfA:
Martinsville----

MgC3:
Martinsville----

Mh:
Mermill--------- |

8-17

17-43

43-53

53-80

0-13
13-35

35-48

48-60

0-13

13-35

35-48

48-60

0-12
12-21

21-40

40-55

55-60

0-12

12-21

21-40

40-55

55-60

0-13

13-35

35-48

48-58

27-40

40-60

|Clay loam, loam, |SC-SM, CL,
| sandy clay loam.| CL-ML, SC
|Clay loam, loam, |SC, SC-SM,
| sandy clay loam.| CL, CL-ML
| Loam, sandy clay |CL-ML, SC,
| loam, sandy | SC-SM, SM
| loam. |
|Stratified sand |CL-ML, CL,
| to silt loam. | ML, SC, SM,
| | SC-sM

| |

| |

| Loam-—==—==—==——— | CL-ML
|Silty clay loam, |CL, SC, SM
| clay loam, sandy]

| clay loam.

|Sandy clay loam, |CL, CL-ML,
| sandy loam, | SC, SC-SM
| loam, fine sandy|

| loam. |
|Stratified silt |CL, ML, SM,
| loam to sand. | SP-SM

| |

| |

| Loam-—==—==—==——=— | CL-ML
|Silty clay loam, |CL, SC, SM
| clay loam, sandy|

| clay loam.

|Sandy clay loam, |CL, CL-ML,
| sandy loam, | sSC, SC-SM
| loam, fine sandy|

| loam. |
|Stratified silt |CL, CL-ML,
| loam to sand. | SM, SP-SM,
| | ML

| |

| |
|Loam-----=-=—-——--- | CL-ML
|Silty clay loam, |CL, SC, SM
| clay loam, sandy]

| clay loam.

|Sandy clay loam, |CL, CL-ML,
| sandy loam, | SC, SM

| loam, fine sandy|

| loam. |
|Stratified silt |CL, ML, SM,
| loam to sand. | SP-SM
|Stratified | SM, SP-SM,
| gravelly sandy | SW-SM

| loam to gravelly|

| sand. |

| |

| |
|Loam——=======—=—— | CL-ML
|Silty clay loam, |CL, SC, SM
| clay loam, sandy]

| clay loam.

|Sandy clay loam, |CL, CL-ML,
| sandy loam, | SC, SM

| loam, fine sandy|

| loam. |
|Stratified silt |CL, ML, SM,
| loam to sand. | SP-SM
|Stratified | SM, SP-SM,
| gravelly sandy | SW-SM

| loam to gravelly|

| sand. |

| |

| |

|Silt loam--—--—---- |sCc, sSC-sM,
| | SM, CL-ML
|Silty clay loam, |CL, SC, SM
| clay loam, sandy|

| clay loam.

|Sandy clay loam, |CL, CL-ML,
| sandy loam, | sSC, sSM

| loam, fine sandy|

| loam. |
|Stratified silt |CL, ML, SM,
| loam to sand. | SP

| |

| |

|Sandy clay loam--|CL, SC, SC-SM
|Silty clay loam, |SM, CL, SC
| clay loam, sandy]

| clay loam.

|Sandy clay loam, |CL, CL-ML,
| sandy loam, | SC, SM

| loam, fine sandy|

| loam. |
|Stratified silt |CL, ML, SM,
| loam to sand. | SP-SM

| |

| |

| Loam-——-=-—==——=——- |CL-ML, CL

|A-2,
| A-6,
|A=T7,
| A-4,
|A-6,
| A-2-

|A-2,
| A-4,

1A-2,
| A-6
|
|
1A-2,
| A-4,
|
|
|A-4,

a-4,
-7
A-2,
A-6
a-4,
4, A-

A-3,
A-6

A-4,

A-3,
A-6

A-6

0

0

0

0

oo
[
=

0-1

0-1

oo

0-1

0-1

oo
[
=

0-1

0-1

0-3

oo

0-1

0-1

0-3

0

0-1

0-1

0-1

oo

0-1

0-1

1-5

[95-100185-100]70-100]30-90

[95-100(85-100]70-100]30-75

[95-100185-100]50-95

[95-100185-100140-95

[95-100190-100]75-95

|
[25-70
|
|
[20-75
|

|
|
[50-70

[95-100190-100180-100140-90

[95-100190-100180-95

[95-100190-100]75-95

95-100190-100|75-95

|
|
[25-80
|
|
|
| 5-70
|
|
|
[50-70

[95-100190-100(80-100140-90

[95-100190-100(80-95

[95-100190-100]75-95

95-100/90-100|75-95

|
|
[25-80
|

|
|
| 5-70
|
|
|

|
[50-70

[95-100190-100(80-100140-90

[95-100190-100180-95

[95-100190-100]75-95

95-100190-100|75-95

85-100165-

|
|
|
|
85
|
|
|
|
|

[25-

|
|
[25-80
|

|
|
|
|
65 |
|
|
|
|

|
[50-70

[95-100190-100180-100140-90

[95-100190-100180-95

[95-100190-100185-95

95-100/90-100|75-95

85-100165-

|
|
|
|
85
|
|
|
|
|

[25-

|
|
[25-80
|

|
|
|
|
65 |
|
|
|
|

98-100/95-100190-100175-90

95-100/90-100/80-100140-90

95-100/90-100/80-95

95-100/90-100|75-95

|
|
[25-80
|
|
|
| 5-70
|
|
|
[40-85

[95-100190-100]80-100140-90

[95-100190-100]80-95

95-100/90-100|75-95

|
|
[25-80
|
|
|
| 5-70
|
|
|

90-100/90-100|75-100150-95

NP-10

NP-20

NP-15

o ;
[
w N
o o

NP-20

NP-15

NP-20

NP-15

NP.

NP-20

NP-15

NP.

NP-20

NP-15

NP-20

NP-15



10-44

44-60

0-13
13-24

24-28

28-60

0-13

13-24

24-28

28-60

0-6

6-20

20-24

24-60

0-10

10-46

46-60

0-10
10-46

46-60

o
©

9-20
20-28

28-60

o
©

9-20
20-28

28-60

o
©

9-20
20-28

28-60

o
©

9-20
20-28

28-60

o
©

9-20
20-28

28-60

ICL,

gravelly sandy |

loam. |
silty |CH,

silty|

|

|

|

————————————— IcL,

silty |CL,
|
loam--|CL,

———————— IcL,

silty |CL,
|
loam--|CL,

silty |CL,
|
loam--|CL,

|Silty clay loam, |CH,
silty clay.
silty clay |CH,
silty

|Silty clay loam--|CH,
|Silty clay loam, |CH,
silty clay.

silty clay |CH,
silty

silty clay, ICH,

clay loam, |CH,
silty clay loam. |

silty |CL

silty clay, ICH,

clay loam, |CH,
silty clay loam. |

silty |CL

silty clay, ICH,

clay loam, |CH,
silty clay loam. |

silty |CL

silty clay, ICH,

clay loam, |CH,
silty clay loam. |

silty |CL

silty clay, |CH,
|

clay loam, |CH,
silty clay loam. |
silty |CL

silty clay, |CH,
|

sc,

CL

CL-
CL-

CL-
CL-
CL-
CL-

CL-!

|
ML, CL-ML|A-4, A-
CL-ML |A-6,
CL-
CL-

CL,
CL

CL

CL,
CL

CL

ML
CL

CL

ML
CL

CL

ML
CL

CL

ML
CL

CL

ML

CL

SC-SM|A-2,
| A-6
I
IA-6,
I
I
I
I
ML [N
ML [N
I
ML |n-4,

| A-7-6
ML, ML|A-4,

ML |n-4,

ML |A-6,
|

ML |n-4,

| A-7-6
CL-ML, ML|A-4,

ML |A-6,
ML, ML|A-4,

MH |A=7-5
|A-7-6

|A-6,

|A-4,
|A-7-6

|A-6,

|A-6,

|A-4,
|A-7-6

|A-6,

|A-6,

|A-4,
|A-7-6

|A-6,

|A-6,

|A-4,
|A-7-6

|A-6,

|A-6,

|A-4,
|A-7-6

|A-6,

|A-6,

oo
=

oo
=

o

1-10

0-3

oo
o,

0-5

0-5

oo
1
o w

0-5

0-5

oo
1
(G

oo
o,

o

oo

0-3

0-3

oo

0-3

0-3

oo

0-3

0-3

oo

0-3

0-3

oo
ww

0-3

0-3

oo
ww

100

100

100
100

100

[85-100175-98

[90-100185-98

[90-100]85-98

100
100

100

100
100

100

[98-100195-100]85-95

[95-100190-100]85-95
[95-100190-100]85-95

[95-100190-100]85-95

[95-100190-100185-95
[95-100190-100]85-95

[95-100190-100185-95

[95-100190-100]85-95
[95-100190-100185-95

[95-100190-100185-95
[90-100185-98

[95-100190-100185-95
[98-100195-100190-100]75-90

[98-100195-100185-95

[98-100195-100]85-95

[95-100190-100185-95
[98-100195-100190-100]75-90

[98-100195-100]85-95

[98-100195-100]85-95

[95-100190-100]85-95
[98-100195-100190-100]75-90

[98-100195-100]85-95

[98-100195-100185-95

[95-100190-100]85-95
[98-100195-100190-100]75-90

[98-100195-100]85-95

[98-100195-100185-95

[95-100190-100]85-95
[98-100195-100190-100]75-90

[98-100195-100]85-95

[98-100195-100]85-95

[95-100190-100]85-95
[98-100195-100190-100]75-90

[50-

| 65—

| 65—

| 65—

90 |25-

90 |40-

90 140-

[70-

| 55—
|55-

|
| 55—

|60-
|55-

[55-

|60-
[55-

|55-
90 |40-

|60-
[70-
| 70-
|60-
| 70-
| 70-
|60-
| 70-
[70-
| 60—
| 70-
[70-
|60-
| 70-

[70-

|60-

70 120-50
|
|

85 [25-55
|
|
|
|

70 [15-40

80 [30-50
|

70 120-50
|

70 115-30
|
|

85 [25-40

80 [30-50
|

70 120-50
|

70 [15-30
|
|

85 [15-40

80 [30-50
|

70 120-50

70 115-30

[95-100190-100140-60
[95-100185-100140-65

[95-100(80-100]30-55

[95-100(80-100]35-55
[95-100(85-100]40-65

[95-100(80-100]30-55

85 [30-40
|

85 [30-55
|

85 [25-45
|
|
|

85 [30-40
|

85 [30-55
|

85 [25-45
|
|
|

85 [30-40
|

85 [30-55
|

85 [25-45
|
|
|

85 [30-40
|

85 [30-55
|

85 [25-45
|
|
|

85 [30-40
|

85 [30-55
|

85 [25-45
|
|
|

85 [30-40

10-30

NP-15
10-35

5-30

NP-15

15-40

15-40

10-30

10-30
15-40

10-30

4-20
20-35

15-30

10-25

4-20
20-35

15-30

10-25

4-20
20-35

15-30

10-25

4-20
20-35

15-30

10-25

4-20
20-35

15-30

10-25

4-20
20-35



Na:
Nappanee--------— |

Np:
Nappanee--------— |

OfB:
Oshtemo--------- |

0fC2:
Oshtemo--------- |

20-28

28-60

o
©

-16

©

16-20

20-60

o
©

-16

©

16-20

20-60

o
©

-16

©

16-20

20-60

o
©

9-16
16-20

20-60

6-33

33-60

6-33

33-40

0-14
14-50

50-60

0-14
14-50

50-60

0-14
14-50

50-60

0-10
10-43

43-50

|Clay, clay loam, |CH, CL |A-6, A-T7-6
| silty clay loam. | |
|Clay loam, silty |CL |A-6, A-7-6 |
| clay loam. | |
| | | |
| | | |
|Silty clay loam--|CL |A-6, A-7-6 |
|Clay, silty clay,|CH, CL |A-7-6
| clay loam. | |
|Clay, clay loam, |CH, CL |A-6, A-7-6
| silty clay loam. | |
|Clay loam, silty |CL |A-6, A-7-6 |
| clay loam. | |
| | | |
| | | |
|silty clay loam--|CL |A-6, A-T7-6 |
|Clay, silty clay,|CH, CL |A-7-6
| clay loam. | |
|Clay, clay loam, |CH, CL |A-6, A-7-6
| silty clay loam. | |
|Clay loam, silty |CL |A-6, A-T7-6 |
| clay loam. | |
| | | |
| | | |
|Silty clay loam--|CL |A-6, A-7-6 |
|Clay, silty clay, |CH, CL |A-7-6
| clay loam. | |
|Clay, clay loam, |CH, CL |A-6, A-7-6
| silty clay loam. | |
|Clay loam, silty |CL |A-6, A-T7-6 |
| clay loam. | |
| | | |
| | | |
|Silty clay loam--|CL |A-6, A-7-6 |
|Clay, silty clay, I|CH, CL |A-T7-6
| clay loam. | |
|Clay, clay loam, |CH, CL |A-6, A-7-6
| silty clay loam. | |
|Clay loam, silty |CL |A-6, A-7-6 |
| clay loam. | |
| | | |
| | | |
[Silt loam——----—--- |CL, ML |A-4, A-6
|Clay, silty clay, |CH, CL |A-T7-6
| silty clay loam. | |
|Clay, silty clay, |CL |A-6, A-T7-6 |
| silty clay loam. | |
| | | |
| | | |
|Silty clay loam--|CL |A-6, A-7-6 |
|Clay, silty clay, |CH, CL |A-7-6
| silty clay loam. | |
|Clay, silty clay, |CL |A-6, A-T7-6 |
| silty clay loam. | |
| | | |
| | | |
|Fine sandy loam--|SC, SC-SM, SM|A-4
|Gravelly sandy |CL, SC, SC- |A-2-4, A-4,|
| clay loam, loam,| SM, SM | A-6
| sandy loam. | |
|Stratified silt |CL, ML, SM, |A-2, A-3, |
| loam to sandy | SP-SM | A-4
| loam to loamy | |
| fine sand. | |
| | | |
| | | |
|Fine sandy loam--|SC, SC-SM, SM|A-4
|Gravelly sandy |CL, SC, SC- |A-2-4, A-4,|
| clay loam, loam, | SM, SM | A-6
| sandy loam. | |
|Stratified silt |CL, ML, SM, |A-2, A-3, |
| loam to sandy | SP-SM | A-4, A-6
| loam to loamy | |
| fine sand. | |
| | | |
| | | |
|Fine sandy loam--|SC, SC-SM, SM|A-4
|Gravelly sandy |CL, sC, sC- |A-2-4, A-4,|
| clay loam, loam,| SM, SM | A-6
| sandy loam. | |
|Stratified silt |CL, ML, SM, |A-2, A-3, |
| loam to sandy | SP-SM | A-4
| loam to loamy | |
| fine sand. | |
| | | |
| | | |
|Sandy loam------- |sC, sC-sM, SM|A-2-4, A-4
|Gravelly sandy |CL, sC, sC- |A-2-4, A-4,|
| clay loam, loam,| SM, SM | A-6
| gravelly sandy | |
| loam, sandy | |
| loam. | |
|Gravelly sandy |SC-SM, SM, |A-2-4, A-3,|
| loam, gravelly | SP-SM, SC | A-4

| |

| loamy sand. |

0-3 198-100195-100(85-95 [70-85
| | | |
0-3 [98-100195-100]85-95 [70-85
| | | |
| | | |
| | | |
0-5 ]98-100]95-100]90-100]60-85
0-3 198-100195-100190-100]75-90
| | | |
0-3 [98-100195-100]85-95 [70-85
| | | |
0-3 [98-100195-100]85-95 [70-85
| | | |
| | | |
| | | |
0-5 ]98-100]95-100]90-100]60-85
0-3 198-100195-100190-100]75-90
| | | |
0-3 198-100195-100]85-95 [70-85
| | | |
0-3 198-100195-100(85-95 |75-85
| | | |
| | | |
| | | |
0-5 [98-100195-100]90-100]60-85
0-3 198-100195-100190-100]75-90
| | | |
0-3 [98-100195-100]85-95 [70-85
| | | |
0-3 198-100195-100(85-95 [70-85
| | | |
| | | |
| | | |
0-5 [98-100]95-100]90-100]60-85
0-3 198-100195-100190-100]75-90
| | | |
0-3 [98-100195-100]85-95 [70-85
| | | |
0-3 198-100195-100(85-95 [70-85
| | | |
| | | |
| | | |
0-1 [95-100(190-100]85-95 [60-85
0-3 [98-100195-100]85-100]75-95
| | | |
0-3 198-100195-100185-95 [70-95
| | | |
| | | |
| | | |
0-1 198-100]95-100]85-100]70-95
0-3 198-100195-100(85-100]75-95
| | | |
0-3 198-100195-100]85-95 [70-85
| | | |
| | | |
| | | |
0-5 [95-100190-98 [80-90 [45-60
0-10 [60-95 [50-75 [25-55 [10-50
| | | |
| | | |
0-1 195-100190-100]75-95 | 5-70
| | | |
| | | |
| | | |
| | | |
| | | |
0 [95-100190-98 [80-90 [45-60
0-10 [60-95 [50-75 [25-55 [10-50
| | | |
| | | |
0-1 195-100190-100]75-95 | 5-70
| | | |
| | | |
| | | |
| | | |
| | | |
0-5 [95-100190-98 [80-90 [45-60
0-10 [60-95 [50-75 [25-55 [10-50
| | | |
| | | |
0-1 [95-100190-100]75-95 | 5-70
| | | |
| | | |
| | | |
| | | |
| | | |
0-5 [80-100]75-98 [55-80 [25-40
0-5 [80-100]75-95 [45-80 [20-50
| | | |
| | | |
| | | |
| | | |
0-10 [60-95 [50-75 [25-55 | 5-30
| | | |
| | | |

15-30

10-25

10-30
20-35

15-30

10-25

10-30
20-35

15-30

10-25

10-30
20-35

15-30

10-25

10-30
20-35

15-30

10-25

4-20
20-35

10-30

10-30
20-35

10-30

NP-10
NP-20

NP-10

NP-10
NP-20

NP-10

NP-10
NP-20

NP-10

NP-10
NP-20

NP-10



| 50-60 |Stratified sand |SP-SM, SW, |A-1-b, A-2,| 0-2 | 0-20 |55-85 [40-75 |10-60 | 0-15 | 0-0 | NP.
| | to gravelly | SW-sSM | A-3 | | | | | | |
| | coarse sand. | | | | | | | | |
| | | | | | | | | | |
OsB: | | | | | | | | | | | |
Oshtemo-------—-—- | 0-10 |Sandy loam------- |SC, SC-SM, SM|A-2-4, A-4 | 0-1 | 0-5 |80-100|75-98 |60-80 [25-40 | 0-25 | NP-10
| 10-43 |Gravelly sandy |CL, SC, SC- |A-2-4, A-4,| 0-2 | 0-5 [80-100|75-95 |45-80 [20-50 |10-50 | NP-20
| | clay loam, loam,| SM, SM | A-6 | | | | | | |
| | gravelly sandy | | | | | | | | |
| | loam, sandy | | | | | | | | |
| | loam. | | | | | | | | | |
| 43-50 |Gravelly sandy |Sc, Sc-sM, |A-2-4, A-3,| 0-2 | 0-10 [60-95 |50-75 |25-55 | 5-30 | 0-25 | NP-10
| | loam, gravelly | SM, SP-SM | A-4 | | | | | | |
| | loamy sand. | | | | | | | | |
| 50-60 |Stratified sand |SP-SM, SW, |A-1-b, A-2,| 0-2 | 0-20 |55-85 [40-75 |10-60 | 0-15 | 0-0 | NP.
| | to gravelly | SW-SM | A-3 | | | | | | |
| | coarse sand. | | | | | | | | |
| | | | | | | | | | |
Pc: | | | I I I | | | | | |
Pewamo---—------ | 0-12 |Mucky silty clay |CH, CL, ML, [|A-6, A-7-6 | 0 | 0 | 100 | 100 [95-100/80-100135-55 | 10-30
| | loam. | OH | | | | | | | |
| 12-52 |Silty clay, silty|CH, CL |A-7-6 | 0-1 | 0-3 ]98-100]95-100]85-100]70-95 [30-65 | 15-40
| | clay loam, clay | | | | | | | | |
| | loam. | | | | | | | | | |
| 52-60 |Clay loam, silty |CL |A-6, A-7-6 | 0-1 | 0-3 [98-100|95-100|85-95 |70-85 |25-45 | 10-25
| | clay loam. | | | | | | | | |
| | | | | | | | | | |
Pe: | | | I I I | | | | | |
Pewamo---------- | 0-10 |Silty clay loam--|CL |A-6, A-7 | 0 | 0-5 [90-100/85-100]75-100]70-90 |35-50 | 15-25
| 10-34 |Ssilty clay loam, |CL, CH |A-7 | 0 | 0-5 [95-100/85-98 |75-98 |75-95 [40-55 | 20-35
| | clay, silty | | | | | | | | |
| | clay. | | | | | | | | | |
| 34-57 |Clay loam, clay, |CH, CL |A-7 | 0 | 0-5 [95-100/85-98 |75-98 |75-95 [40-55 | 20-35
| | silty clay loam. | | | | | | | | |
| 57-80 |Clay loam, silty |CL |A-7 | 0 | 0-5 [95-100/80-98 |75-98 |70-90 [40-50 | 15-25
| | clay loam. | | | | | | | | |
| | | | | | | | | | |
P1B: | | | I I I | | | | | |
Plainfield------ | 0-8 |Fine sand-------- |SM, SP, SP-SM|A-2-4, A-3 | 0 | 0 | 100 | 100 [80-100| 0-15 | 0-0 | NP.
| 8-36 |Loamy fine sand, |SM, SP, SP-SM|A-2-4, A-3 | 0 | 0 | 100 | 100 [70-95 | 0-20 | 0-0 | NP.
| | fine sand, sand.| | | | | | | | |
| 36-55 |Sand, fine sand--|SM, SP, SP-SM|A-2-4, A-3 | 0 | 0 | 100 | 100 [70-95 | 0-15 | 0-0 | NP.
| 55-70 |Clay loam, silty |CL |A-6, A-7-6 | 0-1 | 0-3 [98-100/95-100|85-95 |70-85 |25-45 | 10-25
| | clay loam. | | | | | | | | |
| | | | | | | | | | |
PlC: | | | | | | | | | | | |
Plainfield-—---- | 0-8 |Fine sand---—----—- |SM, SP, SP-SM|A-2-4, A-3 | 0 | 0 | 100 | 100 [80-100| 0-15 | 0-0 | NP.
| 8-36 |Loamy fine sand, |SM, SP, SP-SM|A-2-4, A-3 | 0 | 0 | 100 | 100 |70-95 | 0-20 | 0-0 | NP.
| | fine sand, sand.| | | | | | | | |
| 36-55 |Sand, fine sand--|SM, SP, SP-SM|A-2-4, A-3 | | 0 | 100 | 100 [70-95 | 0-15 | 0-0 | NP.
| 55-70 |Clay loam, silty |CL |A-6, A-7-6 | 0-1 | 0-3 |98-100/95-100/85-95 |70-85 |25-45 | 10-25
| | clay loam. | | | | | | | | |
| | | | | | | | | | |
Pmg: | | | | | | | | | | | |
Pits, Gravel----| 0-80 |Very gravelly |Sp-sM, SP, |A-2, A-1, | 0-2 | 0-5 |45-100/40-100| 0-80 | 0-40 | 0-14 | NP.
| | coarse sand. | GP, GP-GM | A-3 | | | | | | |
| | | | | | | | | | |
RaB: | | | | | | | | | | | |
Rawson-—--—---—- | 0-13 |Fine sandy loam--|SC, SC-SM, SM|A-4 | 0-1 | 1-5 [95-100]90-100]80-95 [45-70 | 0-25 | NP-10
| 13-28 |Clay loam, |CL, SC, SC-SM|A-2, A-4, | 0-2 | 1-10 |85-100]75-98 |50-90 [25-70 [20-50 | 5-25
| | gravelly sandy | | A-6 | | | | | | |
| | clay loam, loam, | | | | | | | | |
| | sandy clay loam. | | | | | | | | |
| 28-60 |Clay loam, silty |CH, CL |A-6, A-7-6 | 0-1 | 0-3 |98-100/95-100/85-95 |70-85 |25-55 | 10-30
| | clay loam. | | | | | | | | |
| | | | | | | | | | |
R1A: | | | | | | | | | | | |
Rawson——--—---—- | 0-13 |Loam-—--—--——-——- |CL-ML |A-4, A-6 | 0-1 | 1-5 [90-100]90-98 |75-85 |50-65 |20-40 | 5-20
| 13-28 |Clay loam, |CL, SC, SC-SM|A-2, A-4, | 0-2 | 1-10 |85-100]75-98 |50-90 [25-70 [20-50 | 5-25
| | gravelly sandy | | A-6 | | | | | | |
| | clay loam, loam, | | | | | | | | |
| | sandy clay loam. | | | | | | | | |
| 28-60 |Clay loam, silty |CH, CL |A-6, A-7-6 | 0-1 | 0-3 |98-100/95-100/85-95 |70-85 |25-55 | 10-30
| | clay loam. | | | | | | | | |
| | | | | | | | | | |
R1B2: | | | | | | | | | | | |
Rawson---------- | 0-13 |Loam---------—--- |CL-ML |A-4, A-6 | 0-1 | 1-5 [90-100]90-98 |75-85 |50-65 |20-40 | 5-20
| 13-28 |Clay loam, |CL, SC, SC-SM|A-2, A-4, | 0-2 | 1-10 |85-100]75-98 |50-90 [25-70 [20-50 | 5-25
| | gravelly sandy | | A-6 | | | | | | |
| | clay loam, loam, | | | | | | | | |
| | sandy clay loam. | | | | | | | | |
| 28-60 |Clay loam, silty |CH, CL |A-6, A-7-6 | 0-1 | 0-3 |98-100/95-100/85-95 |70-85 |25-55 | 10-30
| | clay loam. | | | | | | | | |
| | | | | | | | | | |
R1C2: | | | I I I | | | | | |
Rawson---—-—-—-——--—-— | 0-13 |Loam-—-—-—-—-—-—————— |CL-ML |A-4, A-6 [ 0-1 | 1-5 [90-100]190-98 [75-85 [50-65 [20-40 | 5-20
| 13-28 |Clay loam, |CL, SC, SC-SM|A-2, A-4, | 0-2 | 1-10 |85-100/75-98 |50-90 [25-70 [20-50 | 5-25
| | gravelly sandy | | A-6 | | | | | | |
| | clay loam, loam, | | | | | | | | |
| | sandy clay loam. | | | | | | | | |
| 28-60 |Clay loam, silty |CH, CL |A-6, A-7-6 | 0-1 | 0-3 [98-100|95-100|85-95 |70-85 |25-55 | 10-30
| | clay loam. | | | | | | | | |
| | | | | | | | | | |
Rm: | | | I I I | | | | | |
Rensselaer------ | 0-15 |Loam---------—--- |CL, CL-ML, ML|A-6, A-4 | 0 | 0 195-100190-98 |75-85 |50-65 [20-40 | 3-20



15-38

|
| 38-42
|
|
| 42-76
|
|
| 76-80
|
|
Rn: |
Rensselaer—-—---- | 0-14
|
| 14-42
|
|
| 42-51
|
|
| 51-70
|
|
Ro: |
Rensselaer—------ | 0-14
| 14-42
|
|
| 42-51
|
|
| 51-70
|
|
Rs: |
Rensselaer-—---- | 0-14
| 14-42
|
|
| 42-51
|
|
| 51-70
|
|
SaB
st. Clair------- | 0-5
| 5-24
|
| 24-60
|
|
ScB2
st. Clair------- | 0-5
| 5-24
|
| 24-60
|
|
ScC2
st. Clair------- | 0-5
| 5-24
|
| 24-60
|
|
sh: |
Shoals-—-------- | 0-8
| 8-36
|
|
| 36-60
|
|
|
Ta: |
Adrian, drained-| 0-9
| 9-34
| 34-80
|
|
|
W |
Water----------- | -
|
Wa: |
Wallkill, upland] 0-9
| 9-30
|
| 30-60
|
Wc: |
Wallkill, upland] 0-9
|
| 9-30
|

|Clay loam, loam--
| Sandy clay loam,

| loam, sandy

| loam.
|Stratified fine

| sand to silt

| loam.

| Loam, fine sandy
| loam.

|

|

|Mucky silty clay
| loam.

|Silty clay loam,

| clay loam, sandy
| clay loam.

| Sandy clay loam,

| sandy loam,

| loam.
|Stratified silt

| loam to sand.

|

|

[Silt loam—-------
|Silty clay loam,

| clay loam, sandy
| clay loam.
|Sandy clay loam,

| sandy loam,

| loam.
|Stratified silt

| loam to sand.

|

|

|Silty clay loam--
|Silty clay loam,

| clay loam, sandy
| clay loam.

| Sandy clay loam,

| sandy loam,

| loam.
|Stratified silt

| loam to sand.

|

|

[Silt loam—-------
|Clay, silty clay,
| silty clay loam.
|Clay, silty clay,
| silty clay loam.
|

|

|silty clay loam--
|Clay, silty clay,
| silty clay loam.
|Clay, silty clay,
| silty clay loam.
|

|

|silty clay loam--
|Clay, silty clay,
| silty clay loam.
|[Clay, silty clay,
| silty clay loam.
|

|

|Silty clay loam--
|Silt loam, loam,

| clay loam, silty
| clay loam.
|Stratified silt

| loam to sandy

| loam.

|Sand, fine sand,
| gravelly loamy
| sand.

|

|

| R

|

|

[Silt loam—-------

|Silt loam, loam,
| silty clay loam.

|Silty clay loam--
|

|Silt loam, loam,

| silty clay loam.

|CL, CL-ML
|CL, CL-ML,
| sC, sc-sM,
| SM, ML
|SM, SP-SM,
| ML, CL, CL-
| ML, SP
|CL-ML, SM,
| sC, ML, CL
|

|

|CL, ML

|

|CL, sC

|

|

|CL, CL-ML,
| sc, sM

|

|CL, ML, SM,
| SP-SM

|

|

|CL, CL-ML
|CL, SC, SM
|

|

|CL, CL-ML,
| sC, sM

|

|CL, ML, SM,
| SP-SM

|

|

|CL, ML
|CL, sC, sM
|

|

|CL, CL-ML,
| sc, sM

|

|CL, ML, SM,
| SP-SM

|

|

|CL, ML
|CH, CL

|

|CL

|

|

|

|CL

|CH, CL

|

|CL

|

|

|

|CL

|CH, CL

|

|CL

|

|

|

|CL, ML
|CL, CL-ML
|

|

|CL, ML, SC,
| sM

|CL, CL-ML
ICL, CL-ML
I

|CL, ML, CL-ML|A-6,

I
ICL, CL-ML
I

0 [85-100]75-
0 [85-100]75-

0 195-100190-

3 190-100185-

0 198-100]95-
1 195-100190-

1 195-100190-
3 198-100]95-

1 198-100195-
3 198-100195-

1 198-100195-
3 198-100195-

[98-100195-100]85-95 [70-85
| | | |
| | | |
| | | |
0 | 100 | 100 [95-100180-100]35-50
0 | 100 | 100 [90-100]55-85
| | | |
| | | |
0 | 100 | 100 [90-100]30-85
| | | |
| |
| |
| | |
O [ === | == | --- -
O [ === | - | --- -
0 [80-100]60-100]30-80 0-35
| |
| |
| |
| |
| |
| |
|

0 195-100190-
0 [90-100]85-

0 195-100190-

0 [90-100]85-

95-100190-

95-100190-

95-100190-

[95-100190-

[95-100190-

95-100190-

95-100190-

[98-100195-

[98-100]95-

100160-95 [50-75
100160-95 [25-60
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Wh:
Washtena

Ws:
Westland

Wt:
Westland

Wu:
Willette

[F S

30-60

0-9
9-18
18-60

0-11
11-19

19-46

46-60

0-11

11-19

19-46

46-60

0-19
19-60

|[Muck--=====-—-=--- | PT |A-8
|
|
|Silt loam-------- |CL-ML, CL |A-4, A-6
|Silt loam, loam--|CL, CL-ML |A-4, A-6
|silty clay loam, |[CL, CL-ML |A-4, A-6,
clay loam, loam.| | A-7-6
|
|
|Loam-——-—————-——--— |CL-ML |A-4, A-6
|silty clay loam, |CL, SC, SC-SM|A-7-6, A-4,
clay loam, sandy| | A-6
clay loam. |
|Gravelly clay |CL, SC, SC-SM|A-2, A-4,
loam, gravelly | | A-6
sandy clay loam. |
|Stratified sand |SP-SM, SW, |A-1-b, A-2
to gravelly | SW-sSM
coarse sand. |
|
|
|Silty clay loam--|CL, ML |A-6, A-7-6
|Silty clay loam, |CL, SC, SC-SM|A-4, A-6,
clay loam, sandy| | A-7-6
clay loam. |
|Gravelly clay |CL, SC, SC-SM|A-2, A-4,
loam, gravelly | | A-6
sandy clay loam. |
|Stratified sand |SP-SM, SW, |A-1-b, A-2
to gravelly | SW-SM
coarse sand. |
|
|
|[Muck-=-========--- | PT |A-8
|silty clay loam, |[CH, CL |A-7-6
silty clay, clayl

loam.
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| | | | |
| | | | |
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0-5 [90-100(85-100]65-100[40-90 [15-45
| | | | |
| | | | |
| | | | |
0 | 100 | 100 [95-100]80-100]20-40
0-5 [90-100(80-100155-85 [40-75 [20-50
| | | | |
| | | | |
0-10 [65-95 [55-80 [30-60 [15-50 [20-50
| | | | |
| | | | |
0-20 [60-85 [50-75 [15-50 | 0-15 | 0-0
| | | | |
| | | | |
| | | | |
| | | | |
0-5 [90-100[90-98 [75-85 [50-65 [35-50
0-5 [90-100(80-100155-85 [40-75 [20-50
| | | | |
| | | | |
0-10 [65-95 [55-80 [30-60 [15-50 [20-50
| | | | |
| | | | |
0-20 [60-85 [50-75 [15-50 | 0-15 | 0-0
| | |
| |
| |
| |
-—= 100 100 --= | === | 0-0
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|
|
|
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|
|
|
|
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|
|
|
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|
|
|
|
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|
|
|
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